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FT-IR Spectra Particle W and the Container
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FT-IR Spectra Particle W and Polyacrylamide
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FT-IR Spectra Particle W and Consumables
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FT-IR Spectra Particle X, Wrench and Polycarbonate

6



FT-IR Spectra Particle Y, Plastic Cap and Polyethylene
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